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CORRECTIONS 

Karim Mazeau, William T. Winter, and Hen- 
ri Chanzy*: Molecular and Crystal Structure of a 
High-Temperature Polymorph of Chitosan from Elec- 
tron Diffraction Data. Volume 27, Number 26, Decem- 
ber 19,1994, pp 7606-7612. 

A corrected Table 5 follows. 

Table 6. Fractional Atomic Coordinates of Chitosan 
atom X Y z 

c1 
c 2  
c3 
c 4  
c 5  
C6 
0 5  
01 
0 3  
0 4  
0 6  
N2 
H1 
H2 
H3 
H4 
H5 
H6 1 
H62 
HNa 
Hi% 

MA9412750 

0.299 95 
0.409 03 
0.392 27 
0.210 80 
0.109 81 

-0.074 14 
0.132 00 
0.306 84 
0.482 19 
0.193 16 

-0.184 09 
0.584 38 
0.338 21 
0.371 61 
0.441 07 
0.165 05 
0.148 68 

-0.099 08 
-0.111 91 

0.624 23 
0.653 77 

-0.001 09 
-0.087 29 
-0.012 87 
-0.004 00 

0.076 60 
0.076 97 

-0.004 87 
-0.082 38 
-0.105 16 

0.082 38 
0.122 34 

-0.084 15 
0.117 08 

-0.206 16 
0.102 43 

-0.118 88 
0.194 70 
0.156 10 

-0.037 49 
-0.124 15 
-0.121 18 

0.566 77 
0.469 32 
0.335 99 
0.296 91 
0.402 79 
0.374 52 
0.523 48 
0.683 40 
0.243 65 
0.183 40 
0.476 06 
0.511 83 
0.577 49 
0.462 63 
0.337 74 
0.281 34 
0.412 70 
0.298 62 
0.347 79 
0.602 82 
0.431 43 
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